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from noise. Thus, this experiment confirmed that it is 
possible to detect defects below the conventional stan-
dard by using the 2-level judgment standard.

4. Conclusion

In MLFT inspections at the Billet Mill, it was pos-
sible to improve defect detection performance while 
suppressing overdetection by adding defect continuity 
to the conditions for judgment of defects. In the future, 

we will work proactively to develop new technologies 
that respond to the constantly higher product quality 
needs of customers.
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