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ously developed unique technologies and steadily con-
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equipment (pickling tanks, scale breakers, brush equip-





Outline of Stainless Steel Business in JFE Steel

106 JFE TECHNICAL REPORT No. 27 (Mar. 2022)

Table 2 Stainless steel products of JFE Steel

Classification JFE Standard Basic Composition Characteristics Major Application
Ferritic

SUS430 16Cr Typical Cr-based stainless steels
Daily-use durable goods, kitchen 
equipment, architectural trimming, 
etc.

JFE430UD 16Cr
Deep drawability and anti-ridging 
property are improved over those of 
SUS430

Daily-use durable goods, kitchen 
equipment, architectural trimming, 
etc.

JFE430XT 16Cr-Ti-UL (C) Workability and weldability are 
improved over those of SUS430

Household appliance pads, kitchen 
equipment, architectural trimming, 
electric appliance, etc.

JFE430LN 18Cr-Nb-L (C,N) Workability and weldability are 
improved over those of SUS430 Bicycle rims, electric appliance, etc.

JFE430CuN 19Cr-0.5Cu-Nb-L (C,N) Corrosion resistance is improved over 
that of SUS430

Automobile trim, kitchen equipment, 
electric appliance, etc.

JFE430LNM 18Cr-0.5Mo-Nb-L (C,N) Good corrosion resistance to water 
environment

Hot water storage tanks, water boilers, 
thermo pots, etc.

JFE434LN1 18Cr-1Mo-Nb-UL (C,N) Workability and weldability are 
improved over those of SUS434

Hot water tanks, tanks for water 
coolers, etc.

JFE434LN2 19Cr-2Mo-Nb-UL (C,N) Corrosion resistance is equivalent to 
that of 316

Hot water tanks, solar heat connector 
plates, etc.

JFE443CT 21Cr-0.4Cu-Ti-L (C,N) Corrosion resistance is equivalent to 
that of 304

Kitchen equipment, electric appliance, 
construction, etc.
(Substitution of SUS304)

JFE443MT 21Cr-0.5Mo-Ti-L (C,N) Crevice corrosion resistance is 
improved over that of JFE443CT Hot water tanks, etc.

JFE445NT 22Cr-1Mo-Ti-L (C,N) Dissimilar metal weldability is 
improved over that of JFE445M Hot water tanks, roof materials, etc.

JFE445M 22Cr-1Mo-Nb-UL (C,N) Good corrosion resistance in the 
warm water environment

Hot water tanks, exterior parts of 
buildings, etc.

JFE30-2 30Cr-2Mo-Nb-UL (C,N) Excellent corrosion resistance even in 
coastal areas

Exterior parts of buildings, roof 
materials, etc.

JFE409L
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